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®
Fiberglass System

Polyester and Vinyl ester Materials
Polyester and vinyl ester channels are manufactured from 
the pultrusion process and are color coded gray and beige 
respectively. Components are made by reinforcing a polymer 
resin (polyester or vinyl ester) with multiple strands of glass 
filament, alternating layers of glass mat and U.V. resistant sur-
facing veils. The glass is drawn through the liquid resin, which 

coats and saturates the fibers.  The combination of resin, glass 
and veil is then continuously guided and pulled (pultruded) 
through a heated die that determines the shape of the com-
ponent.

In the die, the resin is cured to form a reinforced part which 
can be cut to length. The hardened fiberglass pultrusion is 
reinforced with an internal arrangement of permanently 
bonded continuous glass fibers to increase its strength.
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20P-2514, 20V-2514

Wt/100 pcs: 20 Lbs  (9.1 kg)
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